TRIAXIAL TEST

&Q\ COLLEGE OF ENGINEERING
ﬁq WY

,;t:.‘i;.,y_e? KASETSART UNIVERSITY
“\!Q_';-J";‘? BANGKOK 9, THAILAND. SHEET No. 2
PROJECT .EARTH EMBANKMENT  OWNER Kels JOB NO. o-3
LOCATION __ B8NGkkeN BORING NO. _8BA4 - SAMPLE NO. ___3-%,3-3,3-¢
SOIL DESCRIPTION _SOF7 9@k GREY Chy  ( CH) DEPTH 5850 -4./0 7.
CHECKED BY WPROKORN DATE ¢ v E g0
TYPE OF TEST(DRAINAGE CONDITION) CU TEST
SAMPLE NO. WATER CONTENT CONFINING STRESS | MAX. VERTICAL
BEFORE TEST | AFTER TEST T , PSI. STRESS, PSI.,Q,

-\3'-2 75-0 72- 5 12.8 30-2

3-3 7d-7 72.2 227 47.5

3-4 7/ 8 697 36.8 72.3
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NORMAL STRESS, PSI.

COHESTON = 3.5 PSI., § ANGLE = /5.0 DEGREE






